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GENERAL NCTES
1- CROSS SLOPE SHALL BE 1/4 INCH RISE PER FODT FROM TOP OF CURB

{SLCPE NOT TO EXCEED 1/2 INCH RISE PER FOOT).
2~ UNTREATED BASE COURSE SHALL BE PLACED UNDER SIDEWALK AND COMPACTED
TO A MIN. OF 95%. THICKNESS OF UNTREATED BASE NOT LESS THAN 4 INCHES.
3- USE CLASS "A" CONCRETE ONLY {6 BAG, TYPE V CEMENT).
4— SIDEWALK SURFACE TO HAVE A MEDIUM BROOM FINISH,
5— SIDEWALKS IN COMMMERCIAL ZONES SHALL BE A MIN. OF 7' WDE
WHERE DESIGNATED BY THE CITY.
§— WHERE SIDEWALKS CROSS DRIVEWAYS, MINIMUM THICKNESS SHALL BE AS FOLLOWS:
RESIDENTIAL: 6" FOR SIDEWALK, 6" FOR ROADBASE
COMMERCIAL /INDUSTRIAL: 8" FOR SIDEWALK, 8" FOR ROADBASE.
7- FIBER EXPANSION JOINTS SHALL BE PLACED AT BOTH ENDS OF DRIVEWAY

CURB & GUTTER

e

ROADWAY

EXISTING BASE COURSE

8- FIBER EXPANSION JOINTS SHALL ALSO BE PLACED BETWEEN DRIVEWAY AND BACK OF SIDEWALK.

ROAD TYPE
SIDEWALK LOCAL COLLECTOR com-fjgﬁon ARTERIAL ARAERIAL
WIDTH 4 5 5" 5+ 6'+

SATE DRSE(};II“’SIONS STANDARD DWG. NO.
ESCRIPTION STANDARD SIDEWALK DETAILS S [+ oF ]

DATE:

[BY: LBB



